
Oxford NGP80 RIE SOP
Equipment Oxford NGP80 RIE

Process Area PLASMA ETCH

Location W1-062

Please adhere to specific procedures outlined in SOP document.

https://confluence.nanofab.ualberta.ca/display/EQ/Oxford+NGP80+RIE
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